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for evidence of corrosion. If you find in-
ternal corrosion requiring corrective 
action under § 195.585, you must inves-
tigate circumferentially and longitu-
dinally beyond the removed pipe (by 
visual examination, indirect method, 
or both) to determine whether addi-
tional corrosion requiring remedial ac-
tion exists in the vicinity of the re-
moved pipe. 

(d) Breakout tanks. After October 2, 
2000, when you install a tank bottom 
lining in an aboveground breakout 
tank built to API Specification 12F, 
API Standard 620, or API Standard 650 
(or its predecessor Standard 12C), you 
must install the lining in accordance 
with API Recommended Practice 652. 
However, installation of the lining 
need not comply with API Rec-
ommended Practice 652 on any tank for 
which you note in the corrosion con-
trol procedures established under 
§ 195.402(c)(3) why compliance with all 
or certain provisions of API Rec-
ommended Practice 652 is not nec-
essary for the safety of the tank.

§ 195.581 Which pipelines must I pro-
tect against atmospheric corrosion 
and what coating material may I 
use? 

(a) You must clean and coat each 
pipeline or portion of pipeline that is 
exposed to the atmosphere, except 
pipelines under paragraph (c) of this 
section. 

(b) Coating material must be suitable 
for the prevention of atmospheric cor-
rosion. 

(c) Except portions of pipelines in off-
shore splash zones or soil-to-air inter-
faces, you need not protect against at-
mospheric corrosion any pipeline for 
which you demonstrate by test, inves-
tigation, or experience appropriate to 
the environment of the pipeline that 
corrosion will— 

(1) Only be a light surface oxide; or 
(2) Not affect the safe operation of 

the pipeline before the next scheduled 
inspection.

§ 195.583 What must I do to monitor at-
mospheric corrosion control? 

(a) You must inspect each pipeline or 
portion of pipeline that is exposed to 
the atmosphere for evidence of atmos-
pheric corrosion, as follows:

If the pipeline is
located: 

Then the frequency of in-
spection is: 

Onshore ................................. At least once every 3 cal-
endar years, but with inter-
vals not exceeding 39 
months. 

Offshore ................................. At least once each calendar 
year, but with intervals not 
exceeding 15 months. 

(b) During inspections you must give 
particular attention to pipe at soil-to-
air interfaces, under thermal insula-
tion, under disbonded coatings, at pipe 
supports, in splash zones, at deck pene-
trations, and in spans over water. 

(c) If you find atmospheric corrosion 
during an inspection, you must provide 
protection against the corrosion as re-
quired by § 195.581.

§ 195.585 What must I do to correct 
corroded pipe? 

(a) General corrosion. If you find pipe 
so generally corroded that the remain-
ing wall thickness is less than that re-
quired for the maximum operating 
pressure of the pipeline, you must re-
place the pipe. However, you need not 
replace the pipe if you— 

(1) Reduce the maximum operating 
pressure commensurate with the 
strength of the pipe needed for service-
ability based on actual remaining wall 
thickness; or 

(2) Repair the pipe by a method that 
reliable engineering tests and analyses 
show can permanently restore the serv-
iceability of the pipe. 

(b) Localized corrosion pitting. If you 
find pipe that has localized corrosion 
pitting to a degree that leakage might 
result, you must replace or repair the 
pipe, unless you reduce the maximum 
operating pressure commensurate with 
the strength of the pipe based on ac-
tual remaining wall thickness in the 
pits.

§ 195.587 What methods are available 
to determine the strength of cor-
roded pipe? 

Under § 195.585, you may use the pro-
cedure in ASME B31G, ‘‘Manual for De-
termining the Remaining Strength of 
Corroded Pipelines,’’ or the procedure 
developed by AGA/Battelle, ‘‘A Modi-
fied Criterion for Evaluating the Re-
maining Strength of Corroded Pipe 
(with RSTRENG disk),’’ to determine 
the strength of corroded pipe based on 
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